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Section 711.—CONCRETE CURING MATERIAL AND ADMIXTURES
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INCLUDE THE FOLLOWING FOR FIBER-REINFORCED CONCRETE
$$711.06A

Add the following after Subsection 711.05:

711.06.  Fiber Reinforcement.  Furnish a polypropylene fiber conforming to ASTM C 116, Type 3, and compatible with the constituents of the concrete mixture.  Furnish documentation of compatibility from the manufacturer.













